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Geochemical
Lab Report

Bondar-Org.. Inc.

12980 \*es Cedar Dr. 
Lakoood. Colorado 80228 
(30319894104

BONDAR CLEGG

REPORT: 098-1393 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: J. BARRON
project: none listed DATE PRINTED*. 7-N0V-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Saaele Pickup 1

remarks: final au result non all reported.

REPORT COPIES TO! MR. JIM BARRON INVOICE TO! MR. JIM BARRON
MR. JIN BARRON



(riMK'heinical

Lab Report

Bondar-t k«)i. Inc.
12980 Wat Cedar Dr.
Lakewood, Colorado 80228
(303) 989-I4IW

BONDAP-CLEGG

REPORT! 098-1393 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-488-0-5 0.024 D2 R88-488-200-205 <0.002
D2 R88-488-5-10 0.015 D2 R88-488-205-210 <0.002
02 R88-488-10-15 0.012 D2 R88-488-210-215 <0.002
D2 R88-488-1S-20 0.012 D2 R88-488-215-220 <0.002
D2 R88-488-20*25 0,012 D2 R88-488-220-22S 0.003

D2 R38-488-25-30 0.010 D2 R88-488-225-230 <0.002
D2 R88-488-30-35 0,007 D2 R88-488-230-235 <0.002
D2 R88-488-35-40 0.006 D2 R88-488-235-240 <0.002
D2 R88-488-40-45 0.006 D2 R88-488-240-245 <0.002
D2 R88-488-45-50 0.005 D2 R88-488-245-250 <0.002

D2 R88-488-50-55 0.003 D2 R88-488-250-255 0.003
D2 R88-488-55-60 0.004 D2 R88-488-255-260 0.003
D2 R88-488-60-65 0.005 D2 R88-488-260-265 0.003
D2 R88-488-65-70 0.004 D2 R88-488-265-270 0.003
D2 R88-488-70-75 0.009 D2 R88-488-270-275 <0.002

D2 R88-488-75-80 0.006 D2 R88-488-275-280 <0.002
D2 R88-488-80-85 0.005 D2 R88-488-280-285 0.006
D2 R88-488-85-90 0.003 D2 R88-488-285-290 0.004
D2 RB8-488-90-95 0.002 D2 R88-488-290-295 0.003
D2 R8B-488-95-100 0.004 D2 R88-488-295-300 <0.002

D2 R88-488-100-105 0.005
D2 R88-488-105-110 0.006
D2 R88-488-110-115 0.007
D2 R88-488-115-120 0.006
D2 R88-488-120-125 0.009

D2 R88-488-125-130 <0.002
02 R88-488-130-135 0.008
D2 R88-488-135-140 0.006
02 R88-488-140-145 0.010
D2 R88-488-145-150 0.003

02 R88-488-150-155 <0.002
02 R88-48C-155-160 0.004
02 R38-488-160-165 <0.002
02 R88-488-165-170 0.004
02 R88-488-170-175 <0.002

02 R88-488-175-180 0.003
02 R88-488-180-185 0.004
02 R88-488-185-190 0.004
02 R88-488-190-195 0.017
02 R88-488-195-20O <0.002



BLi
BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

£
BROHM MINING CORP. 
MR, JIM BARRON 
P.O. BOX -385 
DEADWOOD.» SB 
57732

Invoice : 13232i Roue 1

Date i 7-NOV-88

Report No.’ 093-13V3 
Project : NONE LISTED 
Referencet NONE LISTED

60 Ana1 usee of Gol d 
Subtotal

at * 6.50 * 390.00
* 390,00 390.00

Sample Preparation
60 Samples of Aotsv Prep 

1 Sample of Semple Pickup 

Subtotal

st » 3,00 $ 180.00
at $12.00 $ 12.00

$ 192.00 * 192,00

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2% DEADU00D CITY SALES TAX 

Subtotal

$ 5.28
$ 2.64
$ 7.92 $ 7,92

Invoice Totall $ 589.92 U.S.

. vi LS (c
- > c c )

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Boodar t fcB>. Inc.
12980 West Cedar Dr 

Lakewood. Colorado 80228 

(303)8894404

BONDAR CLEGG

(Geochemical 
I .ah Report

REPORT! 098-1394 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: J. BARRON
project: none listed DATE PRINTED: 4-N0V-88

ORDER ELEMENT 

1 Au Gold

NUMBER OF LOUER
ANALYSES DETECTION LIMIT EXTRACTION

32 0.002 OPT

METHOD 

Fir* Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 32 2 -150 32 Assay Prep
Sau>le Pickup

32
1

remarks: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO*. MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON



Bondir-Qrgg. Inc.
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1401

Geochemical
Lab Report

BONOAR CLEGG

REPORT*. 098-1394 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-488-300-305 0.003
D2 R88-488-305-310 0.012
D2 R88-488-310-315 0.003
D2 R88-488-315-320 0.003
D2 R88-488-320-325 0.003

D2 R88-488-325-330 0.009
D2 R88-488-330-335 <0.002
D2 R8B-488-335-340 <0.002
D2 R88-488-340-345 0.008
D2 R88-488-343-350 <0.002

D2 R88-488-350-355 0.005
02 R88-488-355-360 0.003
02 R88-488-360-365 <0.002
D2 R88-488-365-370 0.006
02 R88-488-370-375 0.004

02 R88-48B-375-380 <0.002
02 R88-488-380-385 0.003
02 R8B-48B-385-390 0.004
02 R88-488-390-395 0.003
02 R88-488-395-400 <0.002

02 R88-488-400-405 0.008
02 R88-488-405 410 0.006
02 R88-488-410-415 0.005
02 R88-488-415-420 0.006
02 R88-488-420-425 0.004

02 R88-488-425-430 0.010
02 R88-488-430-435 0.011
02 R88-488-435-440 0.009
02 R88-488-440-445 0.006
02 R88-488-445-450 <0.002



BONDARCLEGG

B^OHM MINING COF:P , 

MR. JIM BARRON 
P.O, BOX' 4 85 
DEADWOQD» SD 
57732

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

I nvoi c e> 13206* Patie 1

Da te : 7-N00-88

Report No! 
Project I 

Reftrence:

0 9 S -13 9 4 
NONE LISTED 

NOME LISTED

Aiidlus.es of Gold 

Subtotal
at $ A.50 * 203.00

I 208.00 ? 208,00

Sample Preparation
32 Samples of Assay Prep 
i Sample of Sample Pickup 

Subtotal

at $ 3.00 * 96.00
at <12.00 * 12.00

* 108,00 I 108.00

Miscellaneous Charges

4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

* 3.04
* 1.52
* 4.56 1* 4.56

Invoice Total: * 320.56 U.S.

rd -<tez> -^c

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical 
Lab Report

Bondar-Clegg- Inc.

12980 Wfest Cedar Dr. 
Lakewood, Colorado 80228 
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(leochemical
Lab Report

Bondar-Oe®, Inc.
12980 Wes Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BC
BONDARCLEGG

REPORT: 098-1390 ( COMPLETE ) REFERENCE INFO! NONE LISTED

CLIENT*. BROHM MINING CORP. SUBMITTED BTJ J. BARRON
project: none listed DATE PRINTED*. 3-N0V-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold IS 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 15 2 -150 15 Assay Prep 15
Excessive Wetness 334
Sample Pickup l

remarks: final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE T05 MR. JIM BARRON

IK. JIB HBM -



Geochemical
Lab Report

Boodar-CItgg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 9894404

BONDAR CLEGG

REPORT! 098-1390 PROJECT! NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

r

L



1
l1«

BONDAR CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303)989-1404

BROHM MIMING CORF. 
MR. JIM BARRON 

P.0. BOX 485 
DEADWOOO» SB 
57732

Invoice 1 31 88 r Page 1

Dote : 3-N0V-88

Report No 5 
ProJoct ; 

Re ft* renceJ

098“1390 
NONE LISTED 

NONE LISTED

v 15 Analyses of Gold 
Sub to tal

Sample Preparation
15 Samples of Assay Prep 

334 Samples of Excessive Wetness 

1 Sample of Sample Pickup 

Sub total

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2% DEADW00D CITY SALES TAX 

Sulitotal

at $ 6.50 $ 97.50
t 97.50 * 97.30

3 t $ 3.00 $ 4 5.00
at $ 0.15 $ 50.10

a t $12.00 $ 12.00
* 107,10 $ 107.10

$ 3.63
$ 1.84

$ 5,52 $ t* «• J«.

Invoice Total'. * 210.12 U.S.

££> - f ' ( % C: -

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



(ieochemical
Lab Report

Bondar-( kt>>, Inc.
12980 Wot Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1401

BONOAR-CLEGG

BROHH MINING CORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADNOOD. SO 
57732



t

Geochemical 
lab Report

Bondar-C 'legg, Inc.
12980 Wesi Cedar Or 
Lakewood. Colorado 80228 
(302) 989-1404

BONDARCLEGG

REPORT: 098-1394 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohh mining corp. submitted by: J. BARRON
project: none listed DATE PRINTED! 8-N0V-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 33 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 33 2 -130 33 Assay Prep 33
Excessive Wetness 561
Sawle Pickup 1

remarks: final results are reported.

REPORT COPIES TOJ MR. JIM PARRON
______ Iff. Jiff

INVOICE TO: MR. JIM BARRON



(icocheinical 
I ,ah Report

Bondar-CIrgg, Inc.
12980 Wes Cedar Dr. 
Lakewood. Colorado 80228 
(303)9894404

BONDARCLEGG

REPORT! 098-1396 , PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-488-535-540 <0.002
D2 R88-488-540-545 O.OOS
D2 R88-488-545-550 0.006
D2 R88-488-550-555 0.005
D2 R88-488-555-560 0.004

D2 R88-488-560-565 0.011
D2 R88-488-565-570 0.013
D2 R88-488-570-575 <0.002
D2 R88-488-575-580 0.011
D2 R88-488-580-585 0.013

D2 mm ass m 0.024
D2 R88-488-590-595 0.011
D2 R88-488-595-600 <0.002
D2 R88-488-600-605 0.020
D2 R88-488-605-610 0.003

D2 R88-488-610-615 0.006
D2 R88-488-615-620 0.012
D2 R88-488-620-625 0.006
D2 R88-488-625-630 0.004
B2 R88-4B8-630-635 0.002

D2 R88-488-635-640 0.004
D2 R88-488-640-645 0.004
D2 R88-488-645-650 0.005
D2 RB8-488-650-655 0.014
D2 R88-488-655-660 0.029

D2 R88-48B-660-665 0.007
D2 RB8-4B8-665-670 0.007
D2 R88-488-670-675 0.004
D2 R88-488-675-680 0.009
D2 R88-488-680-685 0.008



BONDARCLEGG

BROHM MINING CORF 
MR. JIM BARRON 

P . 0 , BOX 485 
DEADUOOD« SB 

57732

Invoice 

Da te

Bondar-Clcgg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

; 13258. Fade 1

i 1O-NQV-88

Report No! 098-1396 
Project : NONE LISTED
Reference! NONE LISTED

at * 6.5 0 t 214.50
* 214,30 * 214,50

at * 3.00 * 99.00
at * 0.15 * 8 4.15
at *12.00 * 12,00

* 195.15 $ 195.15

* 6,49
* 3.24

* 9.73 i 9.73

otai: * 419.3S

r Analyses of Gold
£ iA^ Subtotal

Sample Preparation
33 Samples of Assay Prer 

561 Samples of Excessive Wetness 

1 Sample of Sample Pickup 
Subtotal

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2X DEADUOOD CITY SALES TAX 

Subtotal

4 £>© C5^5 - 7co

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



J. BARRON 26/10/88"TITLE 07-11-88 10*48:00 098-1393 
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 60 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as -t-uplimt"
" Values below the lower limit are shown as -lolmt (ie riot detected)"
DETERMINATIONS"

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
OPT 60 0.002 99.999 Results Reported" 01 Au FA

"SAMPLE PREPS"
" 40 SAMPLE TYPE = D
" 41 P17 = 60
" 42 P23= 1
"REMARKS"
" 50 FIN'A'C ^U RESULT NOW ALL REPORTER.

DRILL CORE 
Assay Prep 
-Sa.tap.le_ELi_£jsu p

11

11

"FORMAT ( A 8,1X . A1 , A1,1X„A20,1(1X,A7, Al) ) "
"BEGIN " " Type " "Frac" "Sample ID" " AU
"13930001" "0" "2" "R88-488-0-5 II 0.024
"13930002" " D " n 2 *• "R 8 8 — 4 8 8 — 5 — 10 " 0.015
"13930003" " D " "2" "R88 — 488 —10 —15 11 0.012
"13930004" " D " " 2 " "R88-488-15-20 It 0.012
"13930007" " D " it 2 n "R88—488—20-25 II 0.012
"13930008" " D " H 2 ■■ "R88-488-25—30 11 0.010
"13930009" " D " n 2 *• "R88—488-30-35 II 0.007
"13930010" " D " "2" "R88—488—35-40 II 0.006
"13930011" " D " it 2 m "R88—488-40-45 II 0.006
"13930012" "D" " 2 " "R88—488—45-50 II 0.005
"13930013" " D " M 2 " "R88-488-50—55 II 0.003
"13930014 " " D " ii 2 11 "R88—488-55—60 It 0.004
"13930015" " D " K 2 n "R 8 8 —4 88 — 6 0—6 5 II 0.005
"13930016" " D " ii 2 *• "R88-488-65-70 II 0,004
"13930017" " D " "2" "R88-488-70-75 " 0.009
"13930018" "D" it 9 it "R88—488-75-80 11 0.006
"13930019" " D " it 2 ** "R88—488—80—85 Ii 0.005
"13930020" " D " "2" "R88—488-85—90 II 0.003
"13930021" " D " u 2 " "R88-488-90-95 II 0.002
"13930022" " 0 " ii 2 •• "R88—488-95—100 II 0.004
"13930023" " D " it 2 “ "R88-488—100—105 II 0.005
"13930024" " 0 " ii 2 " " R88-488-105-110 II 0.006
"13930025" " 0 " ii p ii "R88—488—110-115 II 0.007
"13930026" " D " "2" "R88—488-115-120 II 0.006
" 13930027 " " D " " 2 " "R88-488—120—125 II 0.009
"13930028" "D" " 2 " "R88—488-125—130 II -0.002
"13930029" " D " "2" "R38-488-130—135 " 0.008
"13930032" "D" ii 2 " "R88—488-135-140 II 0.006
"13930033" " D " ti 2 ■■ "R88-488-140-145 11 0.010
"13930034 " "D" ii 2 ■» "R88—488—145—150 II 0.003
"13930035" "D" " 2 " "R88-488-150-155 II -0.002
"13930036" "D" ii 2 n "R88-488—155-160 II 0.004
"13930037" " D " ii 2 " "R88 — 488 —160 —165 II -0.002
"13930038" " D " M 2 '• "R83-488-165—170 II 0.004
"13930039" " D " ii 2 " "R88—488-170-175 II -0.002
"13930040" "D" ti 2 •* "R83—488—175—130 II 0.003
"13930041" "0" "2" "R88-488-180—185 II 0.004
"13930042" "D" ii 2 m "R88-488-185-190 II 0.004
"13930043" " D " n 2 •• "R88—488-190-195 11 0.017
"13930044" " D " "2" "R83—488—195—200 II -0.002
"13930045" " D " n 2 u "R88-488-200-205 II -0.002
"13930046" " D " n 2 ■» "R88 — 4 88 —205 —210 11 -0.002
"13930047" " D " ii 2 m "R88-488-210-215 II -0.002
"13930048" " D " "2" "R88-488 — 215 —220 11 -0.002

II



13930049" " D " " 2 " "R88—488—220—225 " 0.003
13 9 3 0 0 5 0/.' " D " 11 ^ •• "R88—488-225-230 " -0.002
13930051" " D " ii 2 •» "R88-488-230-235 " -0.002
13930052" M Q M m 2 <■ "R88-488—235—240 " -0.002
13930053" " D " ii 2 11 "R88—488-240—245 " -0.002
13930054" "D" ii 2 >' "R88—488-245—250 " -0.002
13930057 " "0" it 2 "R88—488-250—255 " 0.003
13930058" " D " ii 2 " "R88—488-255-260 " 0.003
13930059" " D " t» 2 M "R88-488-260-265 " 0.003
13930060" " 0 " n 2 " "R88—488—265-270 " 0.003
13930061" "D" "2" "R88—488-270-275 " -0.002
13930062" " D " "2" "R38—488—275-280 " -0.002
13930063" " D " ii 2»1 "R88-488-280-285 " 0.006
13930064" " D " M 2 " "R88—488—285-290 " 0.004
13930065" " D " ii 2 |( "R88—488—290—295 " 0.003
13930066"
END"

" D " ii 2 M "R88—488-295-300 " -0.002



J. BARRON 26/10/88"TIT 1, E 04-11-88 10: 44 : 39 098-1394 
"CLIENT BROHM MINING CORP.

"PROJECT NONE LISTED ttSAMPLES: 32 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)
'DETERMINATIONS"
1 ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
1 01 Au FA OPT 32 0.002 99.999 Results Reported
'SAMPLE PREPS"
1 40 SAMPLE TYPE-D DRILL CORE
' 41 P17 = 32 Assay Prep "
' 42 P23= 1 Sample Pickup
’REMARKS" ^---------
1 50 FINAL fCisULTS ARE REPORTED.

ii * * * * i<

11

"FORMAT (A 8 , IX , Al, A1,1X,A20,1(1X,A7, Al) ) "
"BEGIN " "Type " "Frac" "Sample ID" " Au
"13940001" "D" 11 2 '• "R88 — 488 —300 —305 M 0.003
"13940002" "0" " 2 " "R88—488-305—310 11 0.012
"13940003" " D " " 2 " "R88—488—310—315 II 0.003
"13940004" "D" "2" "R88-488-315-320 II 0.003
"13940005" " D " m ^ *• "R88—488—320—325 II 0.003
"13940008" " 0 " "2" "R88-488—325—330 II 0.009
"13940009" " D " m 2 "R88—488—330—335 II -0.002
"13940010" " D " " 2 " "R88—488—335—340 II -0.002
"13940011" " D " ii 2 •• "R88 — 488-340 —345 II 0.008
"13940012" " D " " 2 " "R88-488—345-350 II -0.002
"13940013" " D " ii 2 11 "R88—488—350-355 11 0.005
"13940014" " D " "2" "R88-488-355-360 II 0.003
"13940015" " D " "2" "R88—488-360—365 II -0.002
"13940016" "0 " M 2 " "R88-488-365-370 II 0.006
"13940017" " D " "2" "R88—488-370-375 11 0.004
"13940018" " D " "2 " "R88—488—375-380 II -0.002
"13940019" " D " II 2 M "R88—488—380—385 il 0.003
"13940020" " 0 " n 2 m "R88—488—385—390 II 0.004
"13940021" " D " n 2 n "R88-488-390—395 II 0.003
"13940022" " D " "2" "R88-488-395-400 11 -0.002
"13940023" " D " "2" "R88-488—400-405 II 0.008
"13940024" " Q ,1 ii 2 " "R88-488—405-410 II 0.006
"13940025" "D" " 2“ "R88—488—410—415 II 0.005
"13940026" M Q .. 11 2 11 "R88—488-415-420 II 0.006
" 13940027 " " D " M 2 •• "R88-48S—420—425 11 0.004
"13940028" " D " "2" "R88—488-425-430 II 0.010
"13940029" " D " "2" "R88—488—430—435 11 0.011
"13940030" " 0 " II II "R88 —488—435 —440 II 0.009
"13940033" " D " "2" "R88—488-440—445 II 0.006
"13940034" " D " "2" "R88-488—445 — 450 II -0.002
"1394003S" " D " ii 2 n "R88 —488 — 450 —455 11 -0.002
"13940036"
"END"

" D " "2" "R88—488-455-460 II -0.002



J. BARRON 31/10/88"TITLE 03-11-88 08:51:59 098-1396 
"CLIENT BROHM MINING CORP .
"PROJECT NONE LISTED #SAMPLES: 33 REFERENCE: NONE LISTED

"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 33 0.002 99.999 Results Reported

"SAMPLE PREPS"
" 40 SAMPLE TYPE-D
" 41 P17= 33
" 42 P6 4 = 561
" 43 P 2 3= 1
"REMARKS"

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup

50 FINAL RESULTS ARE REPORTED
n * Yr rt V< M

M

M

"FORMAT (A8„1X » A1 , A1,1X,A20*1(1X,A7
"BEGIN " " Type " "Frac" "Sample ID"
"13960001" " D " M 2 M "R88—488—535—540
"13960002" " 0 " " 2 " "R88—488—540—545
"13960003" " D " " 2 " "R88-488—545—550
"13960004 " " D " "2" "R88-488—550-555
"13960005" " D " it 2 *• "R88—488-555—560
"13960006" " D " n 2 m "R88—488-560-565
"13960007" "D" <i 2 u "R88—488-565—570
"13960010" " D " 11 2 M "R88—488—570—575
"13960011" " D " it 2 " "R88—488—575-580
"13960012" "0" "2" "R88—488—580—585
"13960013" " D " ii 2 ■' "R88-488—585-590
"13960014" " D " h2m "R88-488-590-595
"13960015" " D " n 2 n "R88—488—595—600
"13960016" " D " "2" "R88 — 488 —600-605
"13960017" " D " H p "R88—488—605—610
"13960018" "D" " 2 " "R88—488—610—615
"13960019" " D " "2" "R88 — 488 —615 —620
"13960020" " D " ii 2 "R88—488—620—625

"13960021" " D " " 2 " "R88—488-625—630
"13960022" "0" "2" "R88—488-630-635
"13960023" " 0 " "2" "R88-488-635-640
"13960024" " o " "2" "R38-488—640—645
"13960025" " D " ii 2 m "R88—488—645-650
"13960026" " D " " 2 " "R88—488—650-655
"13960027" " D " ii 2 " "R88-488-655—660
"13960028" " 0 " ii 2 •• "R88-488—660-665
"13960029" " D " "2" "R88—488-665—670
"13960030" "D" "2" "R88-488-670—675
"13960031" " D " ii 2 •• "R88—488—675—680
"13960032" " D " ii 2 m "R88—488—680—685
"13960035" " D " ii 2 *• "R88—488—685—690
"13960036" " D " ii 2 m "R88—483—690-695
"13960037"
"END"

"0" H 2 " "R88—488—695—700

" Au"
II -0.002
II 0.005
• 1 0.006
II 0.005
II 0.004
II 0.011
II 0.013
11 -0.002
II 0.011
II 0.013

5II 0.0 2 4 \
II 0.011
II -0.002
II 0.020
II 0.003
Ii 0.006
II 0.012
II 0.006
II 0.004
11 0.002
II 0.004
II 0.004
II 0.005
II 0.014
II 0.029
II 0.007
II 0.007
II 0.004
II 0.009
II 0.008 . / Z_
II

II

0.011
0.010

II 0.008
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